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Abstract 

 The United States Navyôs ship structures use single angle stiffeners in the hulls of their 

ships to provide stiffness and strength to resist buckling from buoyancy forces from the 

water. The material used in the Littoral Combat Ship (LCS) is aluminum 5083; although 

aluminum 5083 does not have the highest ultimate strength among metallic elements, it is 

very light and corrosion resistant. Advantages of having an aluminum 5083 structure include 

a low draft, efficient speed in the water, and the ability to stay close to shore ways. Currently 

these stiffeners are cold-formed to a right angle perpendicular to the rolling direction of the 

material. As a result of this process, the minimum radius that can be obtained is about four 

times the thickness of the material.  The typical length of the material perpendicular to the 

rolling direction is six feet which leads to multiple splices in the final fabricated ship hull. 

  A new fabrication method that includes Friction Stir Processing (FSP) has been proposed, 

taking advantage of the full length of the rolled sheet of aluminum by bending parallel with 

the grain of the metal in the FSP area. By using this process, it requires less splices, and it 

also results in a radius of one times the thickness of the material. The stiffeners can be 

created up to forty feet in length, thus reducing splices and cost of fabrication.  This research 

focuses on the flexural behavior of the stiffeners produced with the two fabrication methods. 

The four objectives are to: 1) develop a four-point test for flexure and instrumentation 

strategy, 2) compare the response of the FSP angle to the traditional method of production, 3) 

evaluate the performance of a gas metal arc weld splice and a friction stir weld splice, and 4) 

identify any correlations with tests done previously involving tensile coupon test and 

compression buckling test. 
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Introduction  

 Background 

 The United States Navy commissioned the building of a new type of ship in May of 

2004. The class of ship designated will be called the Littoral Combat Ship (LCS). Littoral 

meaning the zone close to shore and is shown in Figure 1. ñThe LCS class consists of two 

variants, the Freedom variant and Independence variant - designed and built by two industry 

teams, respectively led by Lockheed Martin and General Dynamics, Bath Iron Worksò ("Littoral 

combat ship," 2012). Bath Iron Works will manage the contracts for General Dynamics due to 

over spending cost on the first build of the LCS.  Each team is building ten ships and their 

construction of the ship will utilize the lighter aluminum alloy 5083 as stiffeners in the bulkheads 

and decks of the superstructures and hulls of these ships. There are many advantages to using 

aluminum 5083 in ships that are going to operate along the shore ways but the two most 

important are itôs having a low draft and it being capable of 40 knots plus. 

   

Figure 1 LCS Freedom Class on the left and LCS Independence Class on the right. 
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 The aluminum alloy 5083 stiffener is part of a panel in the ships structure to provide 

stiffness for the ridged hull and superstructures of the ship and is shown in Figure 2. It also 

alleviates tons of weight that a steel alloy would not be able too.  

 

Figure 2 Typical ship superstructure modules (Smith, et al. 2009). 

 Currently the production of these aluminum 5083 stiffeners are cold formed with a ninety 

degree angle that is bent perpendicular to the rolled aluminum sheet. The stiffeners are produced 

from sheets of aluminum six feet wide with a length of forty to sixty feet (Figure 3). 

 The traditional production 

standard limits the lengths of these 

stiffeners to six feet. The reason is when 

the aluminum alloy 5083 is rolled out the 

metallic structure of the grains naturally 

Figure 3 Current Production Method  (Smith, 

et al. 2009) 
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are elongated with the rolling action of the hot rolled aluminum sheet. If the aluminum alloy 

were bent parallel to the 40- 60 foot sections that were created. The results would be a weakened 

and cracked stiffener along the bend. Another obstacle for the traditional method of production is 

the way a useful stiffener member is created, because the typical lengths are limited to six feet in 

length. If a 20 foot member was needed that would require at least three gas metal arc weld 

(GMAW) splices and cause frequent distortion, as Figure 4 shows. Thus a new production 

method is needed to help speed the production of these navy vessels. 

 

Figure 4 GMAW stiffener distortion profile (Smith, et al. 2009). 

Friction Stir Process 

 This research focuses on the use of friction stir process (FSP) in the angles of cold 

formed aluminum alloy 5083 stiffeners. Itôs a method derived from friction stir welding (FSW) 

process. FSW is a technique developed in the early nineties by Wayne Thomas at The Welding 

Institute (TWI) to join metal alloys together with low heat and employing the use of friction to 

melt the metal with a pin that is pushed into the aluminum alloy and stirs the metals together to 

create a solid connection. It is a technique that enjoys many advantages over the traditional 

GMAW, by not using high heat, creating noxious fumes, using filler material to join the metals, 
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and small voids created by the hot welds

 

Figure 5 Schematic of friction stir welding.(Mishra and Ma 2005) 

 Friction Stir Processing is essentially the same as the FSW but with one difference. It is 

using the friction to create a zone 

that changes the micro structure of 

the alloy and creating a tighter 

bond of the metallic grains. 

Having the area changed from its 

previous state to its new state, the 

aluminum alloy 5083 is now able 

to be bent parallel to the rolling direction (Figure 6)  creating longer members of the aluminum 

5083 with less distortion in the member (shown in Figure 7). 

 This would allow aluminum alloy 5083 stiffener members to be created up to 40-60 feet 

in length with less distortion and be cut down to size for applications. This new zone is also 

capable of being bent into a tighter radius of one times the thickness of the aluminum alloy 5083.  

Figure 6 Cut and Bent Parallel to rolling direction. 
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Figure 7 18 feet of un-spliced material aluminum alloy 5083. 

Objectives 

 The objectives of this research are to develop a four-point test for flexure to compare the 

three different types of specimen (shown in Figure 8) available for testing. The first specimen 

has a friction stir processed angle and has no splice in center of its span. The second specimen 

has a friction stirred processed angle and the center of the specimen is a friction stirred weld 

splice. The third is a specimen is a traditional cold formed angle and has a gas metal arc weld 

splice at its center span. Each specimen is 25 inches in length.  After completing test and 

documentation of the instrumentation strategy, the response of the FSP angle will be compared 

with the traditional production method.  The performance of a gas metal arc weld splice and a 

friction stir weld splice will be evaluated, and any correlations with tests done previously 

involving tensile coupon testing and compression buckling testing will be evaluated. 

 

Figure 8 Three different types of specimen represented. 
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Broader Impact 

 In the future the United States Navy expects to produce a total of 60 to 70 of the LCS 

platform ships. With the new method in using the FSP to create the longer members of the 

aluminum alloy 5083 stiffener, the pace of production could speed up and the cost of building 

the ships could be reduced which would have a significant impact on future engineering of ship 

building. 

Materials 

 Aluminum alloy 5083 a non-heat treatable alloy for strengthening panels of the hull and 

superstructures of the LCS. It has very good corrosion resistance, is easily welded and has good 

strength. Aluminum alloy 5083 is readily cold worked by conventional production methods. 

Compression Specimens 

 The geometry of specimens that were tested in compression is shown in Fig 9 and Figure 

10. below.  The specimens were tested in compression using the 300 kip Tinius Olsen Load 

Frame. Results of the Compression tests are shown in Table 1. 

 

 Figure 9 Top Figure represents a FSP angle and bottom is a Traditional formed angle. 
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Figure 10 Aluminum 5083 Friction Stir Process corner with Radius of one times the thickness  

 

. 

Table 1 
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Tension Specimen 

 Coupon specimen will be tested using the MTS 810 Material Test System.  Specimens to 

include six different samples of 

the aluminum alloy 5083 as 

shown in figure 11. The samples 

will include transverse and 

longitudinal sections of the FSW, 

FSP, GMAW and Parent material. 

To compare ultimate and yield 

strength, peak load, elongation, 

and the tensile modulus of 

elasticity.  The center portion 

of the tension coupon (Figures 12, 13) consisted of parent material, friction stir processed, gas 

metal arc weld, and friction stir weld.  Load and strain data was recorded, in addition to peak 

stress, stress at offset yield, and elongation for each specimen.  Results are shown in Table 2.  

The three configurations included were parent specimens (L1-L3), Gas Metal Arc Weld 

(GMAW) T1-T3, FSP (center only) T1-T3, and two FSP (whole specimen) L1-L2. 

 
Fig. 12 Dimensions of Coupon Specimen for tensile test. 

Figure 11 Coupon samples taken from stiffener (Fried, L.,  2013) 
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Fig. 13 Coupon specimen rotated. 

 

Table 2, Tension Coupon Results.   

 
 

Flexural Specimens 

Test Set-up & Procedure 

 The four point test defines a material's ability to resist flexural deformation under load. 

The flexural strength will be reported as the loads, strains, and displacements measured at the 

point in which the loading fixture contacts the vertical leg of the specimen. 

Type Area Modulus

in 2̂ ksi

Parent Longitudinal 1 0.114 10290 40481 52808 0.081

Parent Longitudinal 2 0.113 10620 42694 53091 0.081

Parent Longitudinal 3 0.110 10700 43584 54683 0.063

Parent Transverse 1 0.115 11060 38358 51691 0.093

Parent Transverse 2 0.115 10880 38046 52155 0.113

Parent Transverse 3 0.113 10920 38658 52756 0.110

GMAW Transverse 1 0.110 9560 22448 38802 0.198

GMAW Transverse 2 0.109 11720 23088 39105 0.026

GMAW Transverse 3 0.115 3930 20539 39287 0.042

FSW Transverse 1 0.111 8810 24258 45932 0.059

FSW Transverse 2 0.108 8390 24671 47328 0.233

FSW Transverse 3 0.110 9120 23715 45618 0.207

FSP Transverse 1 0.103 4510 25020 48235 0.192

FSP Transverse 2 0.110 5110 25822 49368 0.215

FSP Transverse 3 0.109 5580 25438 48507 0.252

FSP Longitudinal 1 0.112 10830 25183 46268 0.254

FSP Longitudinal 2 0.112 10400 25656 48421 0.124

Calculated Percent Elongation 

in/in

Peak Stress 

psi

Stress At Offset Yield 

psi
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 The American Society for Testing and Materials (ASTM) specifications, for a four point 

flexure test set up were used. The specimen is divided into three segments of 8 inches resulting 

in a span of 24 inches, as our test specimens are twenty five inches in length.  The testing 

configuration is shown in Figure 14. 

 

Figure 14 Diagram of Third Point loading of specimen. 
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Equipment 

 

Figure 15 Strain gage placement on the specimen. 

Strain Gages 

 A strain gage is a device used to measure the stretching or compression of an object. As 

the object is tested and deformed from the forces applied, the foil in the gage is being stretched 

or compressed, causing its electrical resistance to change. This resistance change is related to the 

strain by the quantity known as the gage factor. 
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Figure 17 Tinius Olsen. 

  A strain gage uses the physical property of electrical 

conductance and its dependence on the foilôs geometry. As the foil 

inside the gage is stretched within its limits of its elasticity such 

that it does not permanently deform, it will become narrower and 

longer, changes that increase its electrical resistance. Equally, 

when the foil is compressed such that it does not buckle, it will 

broaden and shorten, changes that decrease its electrical resistance. 

From the measured electrical resistance of the strain gage, the 

Figure 16 strain gage.   amount of applied stress may be concluded (4).  

Six Electrical resistance strain gages were used to measure strains at three different 

paired locations along the inside and outside angle of the stiffeners as shown in Figure 15. There 

was an inside-outside pair located one inch in on each leg and 8.5 inches in on the long leg. One 

displacement transducers were located on the short leg inside 

angle. This research project used 120 Ohm electric resistance 

strain gages. 

 

Tinius Olsen Load Frame 

 Flexural tests were performed on individual stiffeners 

using the 300 kip servo-controlled Tinius Olsen load frame 

shown in Figure 17.  

 

 

 



17 
 

Data Acquisition: 

 National Instruments (NI) SignalExpress software with strain gage and displacement 

collection hardware was used to gather data during the four-point flexure test.  The raw data was 

exported to excel to be analyzed.  Figure 18 below shows the data collection hardware with lead 

wires connected 

  

Figure 18 NI cDAQ 9178 chassis and three modules 9235, 9219, & 9239 

Table 3 NI cDAQ Chassis and Modules 
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Procedures 

Each flexural specimen was tested according to the following procedures: 

1. Six strain gage sensors (Figure 19) and one displacement transducer were connected to 

the specimen. 

  

Figure 19 Strain Gage Placement on the inside and outside of angle. 

2. Connect the leads from the strain gages to modules in the NI CompactDAQ 9178 8-Slot 

USB Chassis to their proper channels of the module, making sure to pay particular 

attention that the channels start at zero and read from left to right for the strain gages. 

3. Connect the Tinius Olsen to its proper module and channel in the cDAQ-9178 

4. Connect the Transducer to its own power source and proper module and channel in the 

cDAQ-9178. 

5. Connect the Chassis to the laptop and open the Measurements and Automation program 

to do a self-test for the chassis and each module.  

6. Use the Test Panel in the Measurements and Automation to open each channel that is 

connected to a measuring instrument and confirm there is a signal. 


